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PLATE 4: Core 17 (x 1100)
The irregular, angular blocks at the top L are qguartz.
Most of the fragments in the field are seen to be coated
in wispy clay material. Analysis of the coating in the
bottom R showed Si, Al, Fe and K. Appreciable K is
surprising in view of the very minor illite level {found
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